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riction stir welding is an innovative weld process that continues to grow in use, 
in the commercial, defense, and space sectors. It produces high quality and high 
strength welds in aluminum alloys. The process consists of a rotating weld pin 
tool that plasticizes material through friction. The plasticized material is welded 
by applying a high weld forge force through the weld pin tool against the material 
during pin tool rotation. The high weld forge force is reacted against an anvil and 
a stout tool structure. A variation of friction stir welding currently being evaluated 
is self-reacting friction stir welding. Self-reacting friction stir welding incorporates 
two opposing shoulders on the crown and root sides of the weld joint. In self- 
reacting friction stir welding, the weld forge force is reacted against the crown 
shoulder portion of the weld pin tool by the root shoulder. This eliminates the 
need for a stout tooling structure to react the high weld forge force required in the 
typical friction stir weld process. Therefore, the self-reacting feature reduces 
tooling requirements and, therefore, process implementation costs. This makes 
the process attractive for aluminum alloy circumferential weld applications. To 
evaluate the application of self-reacting friction stir welding for aluminum alloy 
circumferential welding, a feasibility study was performed. The study consisted 
of performing a fourteen-foot diameter aluminum alloy circumferential 
demonstration weld using typical fusion weld tooling. To accomplish the 
demonstration weld , weld and tack weld development were performed and 
fourteen-foot diameter rings were fabricated. Weld development consisted of 
weld pin tool selection and the generation of a process map and envelope. Tack 
weld development evaluated gas tungsten arc welding and friction stir welding for 
tack welding rings together for circumferential welding. As a result of the study, a 
successful circumferential demonstration weld was produced leading the way for 
future circumferential weld implementation. 
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Friction stir welding is an innovative weld process that continues to grow in use, 
in the commercial, defense, and space sectors. It produces high quality and high 
strength welds in aluminum alloys. The process consists of a rotating weld pin 
tool that plasticizes material through friction. The plasticized material is welded 
by applying a high weld forge force through the weld pin tool against the material 
during pin tool rotation. The high weld forge force is reacted against an anvil and 
a stout tool structure. A variation of friction stir welding currently being evaluated 
is self-reacting friction stir welding. Self-reacting friction stir welding incorporates 
two opposing shoulders on the crown and root sides of the weld joint. In self- 
reacting friction stir welding, the weld forge force is reacted against the crown 
shoulder portion of the weld pin tool by the root shoulder. This eliminates the 
need for a stout tooling structure to react the high weld forge force required in the 
typical friction stir weld process. Therefore, the self-reacting feature reduces 
tooling requirements and, therefore, process implementation costs. This makes 
the process attractive for aluminum alloy circumferential weld applications. To 
evaluate the application of self-reacting friction stir welding for aluminum alloy 
circumferential welding, a feasibility study was performed. The study consisted 
of performing a fourteen-foot diameter aluminum alloy circumferential 
demonstration weld using typical fusion weld tooling. To accomplish the 
demonstration weld, weld and tack weld development were performed and 
fourteen-foot diameter rings were fabricated. Weld development consisted of 
weld pin tool selection and the generation of a process map and envelope. Tack 
weld development evaluated gas tungsten arc welding and friction stir welding for 
tack welding rings together for circumferential welding. As a result of the study, a 
successful circumferential demonstration weld was produced leading the way for 
future circumferential weld implementation. 
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